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FOREWORD

This report was prepared by The Boeing Company, Aerospace Group, under
NASA Contract NAS 3-13326. ‘"Investigation of the Feasibility of Developing
Low-Permeability Polymeric Films". The work was sponsored and managed by
the National Aeronautics and Space Administration, Lewis Research Center,
Materials & Structures Division, Cleveland, Ohio, with Mr. R. F. Lark,
Project Manager.

The technical performance period of this program was from April 1, 1970 to
September 30, 1971. The report was submitted for approval and publication
November 10, 1971.

Performance of this contract was under the direction of the Materials and
Processes Organization, Aerospace Group, The Boeing Company. Mr. P. B.
Kennedy was Program Manager, and Mr. J. T. Hoggatt, Program Technical
Leader. Major participants in the program include:

Processing Studies Dr. A. L. Schy
Characterization: A. D. VonVolkli
Cryogenic Testing: C. C. Mahnken
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1.0 INTRODUCTION AND BACKGROUND

This program was sponsored to investigate the feasibility of a new laminating
and coating concept for reducing the gaseous permeability of select polymeric
films for cryogenic service.

Polymeric films, namely Mylar and Kapton, have demonstrated good potential as
expulsion bladder materials for cryogenic fluid containment (References 1, 2,
3 and- 7). One parameter hindering the successful application of these mater-
ials in cryogenic bladders is the diffusion of hydrogen and helium through

the film causing interply inflation of the bladder. An inflated bladder
lowers both fill and expulsion efficiency and in extreme cases renders the
bladder completely inoperative. Although interply inflation can result either
from leakage or diffusion, permeability tests on unflexed 2-ply material sam-
ples have demonstrated interfply inflation can occur as a result of diffusion
alone.

Over the years Boeing and others have attempted to reduce the permeability of
film by techniques such as vacuum deposition, chemical vapor deposition,
electroless plating and laminating metallic foils to or between films. Each
of these techniques has been successful to varying degrees in reducing the
gaseous permeability, but generally the coating thickness required to provide
Tow permeability resulted in poor flexability at cryogenic temperatures.

In 1969 Boeing began development of a technique for obtaining low permeability
film that retains good flexibility characteristics at cryogenic temperatures.
The development approach taken at Boeing was to metallize two plies of polymer
film and then to diffusion bond the two plies together at the metal-coated
surfaces. The thin metallic coating, 5,000A to 10,000A, can be deposited
using any convenient process (vacuum deposition, sputtering, electroless
plating, etc.). The coating on the basic film may or may not be impermeable
to gases, but when the two plies are diffusion bonded together, the resulting
metal flow and the statistical distribution of holes in each film seals the
pinholes forming a relatively impermeable film-metal-film laminate (Reference
4). The resulting metallic layer is very thin and flexible.

1




The diffusion bonded laminate concept has several unique advantages which

are important in a cryogenic propellant system: (1) permeability is reduced
as a result of both metal flow during the diffusion process and the fact that
the pinhole in one metal film is covered by the other metal film; (2) the
metal coating is at the neutral axis of the "sandwich" so that stressing of
the metal in folds during flexing of a bladder will be reduced, thus prolong-
ing integrity; (3) the metal coating will be protected from abrasion damage
during subsequent bladder fabrication and assembly; and (4) the metal coating
cannot peel or flake during stress, thereby preventing the propellant from
becoming contaminated during expulsion. This latter point is an important
factor in obtaining a reliable propulsion system. Due to the high processing
temperature requirements imposed by the diffusion bbnding process, the lami-
nated concept could only be utilized with Kapton film. In the program, the
laminated Kapton films were compared to conventional metallized Kapton and
Myler films to provide data control.




2.0 SUMMARY

The objective of this program was to determine the feasibility of reducing
the gas permeability rate of Mylar and Kapton films without drastically
affecting their flexibility characteristics at cryogenic temperatures. This

- feasibility was established using a concept of diffusion bonding two layers

of metallized films together forming a film-metal-film sandwich laminate.
The permeability of Kapton film to gaseous helium was reduced from a nominal
107 cc - mm/cn® sec.-cm Hg to 10713 2
values as low as 10']5 ce - rrm/cm2 - sec - cm Hg being obtained. Similar
reductions occurred in the 1liquid hydrogen permeability at -2529C (-423°F).

In the course of the program the permeability, flexibility and bond strength
of plain, metallized and diffusion bond film were determmined at +25°¢ (+70°F),
-1959C (-320°F) and -2529C (-423°F). The flexibility of Kapton film was
reduced slightly due to the metallization process, but no additional loss in
flexibility resulted from the diffusion bonding process.

cc - mm/cm- - sec.-cm Hg with some

Bond strengths of the diffusion bonded laminates were as good as those
obtained with the plain Kapton film.
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3.0 TEST PROGRAM

The technical phase of this program was divided into three principal tasks.

Task I consisted of basic film characterization. Mylar and Kapton film were
evaluated for permeability and flexibility to establish a base 1ine for the

studies which followed. In Task II ten metallized film concepts were char-

acterized and the three most promising concepts selected for more extensive

evaluation in Task IIl. The details of Task I, II and III are discussed in

Sections 3.1, 3.2 and 3.3 respectively.

3.1 Film Characterization

The objective of this task was to characterize each 1ot of Mylar and Kapton
film used in the program. The data then served as a basis for comparison

in assessing the effects of metallizing and laminating on reducing permea-
bility. The material selection was limited to two basic materials: type

C Mylar film and Kapton polyimide film. Both materials were evaluated in
0.00635 mm (1/4 mil) and 0.0127 mm (1/2 mil) thicknesses. The film selection
was limited to these materials since previous programs (References 1-3 and 7)
have shown Mylar and Kapton to be the best materials for cryogenic expul-
sion bladders.

Film characterization consisted of measuring the permeability to helium gas
at 21°C (+70°F), -195°C (-320°F) and -252°C (-423°) and to liquid hydrogen
at -252°C (-423°F). Determinations were made in both the stressed and
unstressed condition. In addition tests for film flexibility bond strength
and interply inflation characteristics were made. Details on each of the
characterization tests are given below.

3.1.1 Permeability Measurements

As stated above helium permeability determinations were made on each film

at +21°C, -195°C and -252°C in both the unstressed and stressed (20% of ulti-
mate strength) conditions. Measurements were also made on the liqud hydrogen
permeability rate at -252°C under similar stressed and unstressed conditions.
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The test specimen had an overall diameter of 24.13 cm (9.5 inches) with .953
cm (.375 inches) diameter holes on a 10.16 cm (4") radius for mounting bolts.
The effective test area was 17.78 cm (7.0") in diameter for an area of 248.16
em? (38.47 in).
for test.

The specimen was installed in the fixture shown in Figure 1

For the helium permeation tests in the unstressed condition the specimen was
pressurized with gaseous helium to a pressure differential (4P) of 51.71 mm

Hg (1 psi) across the sample. The sample was restrained with a porous backing
plate (Figure 1) to maintain a state of zero stress. The cryostat was filled
with the appropriate cryogenic (liquid nitrogen for the -195°C tests and
Tiquid hydrogen for the -252°C tests) to maintain the sample at the desired
temperature. The test gas passed through coils submerged in the cryostat
prior to contacting the specimen to bring the gas to the desired test
temperature (see Figure 2).

The entire system was allowed to come to equilibrium prior to making any
measurements, This required about 30-45 minutes. The quantity of gas
permeating the film sample was then measured with a helium mass spectrometer
at standard conditions.

For the gas permeability determination of the film in the stressed condition
(20%) the same procedures were utilized except the backing plate was removed
from the permeability fixture and the Ap was increased to 103 mm/Hg (1.5
psi) for the 1/2 mil film and held at 51.71 mm Hg (1 psi) for the 1/2 mil
film. This in effect stressed the film to 20% of ultimate in the center
section. The quantity of pressure to apply to the film was determined by
making a plot of material deflection versus pressure (at room temperature)
and calculating the stress on the film.

Pressure, psi Radius of Curvature

Stress = Film Thickness

The pressure at which the film stress was approximately 20% of ultimate was
then determined by interpolation.

e - R 2 Cac e TR g - e - v




PERMEABILITY FIXTURE WITH BACKING PLATE

FIGURE 1
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FIGURE 2 PERMEABILITY TEST SYSTEM




Liquid hydrogen permeability rate of the films was determined using the same
basic equipment and procedures used for the helium tests. Liquid hydrogen

was placed on the inlet side of the sample and in the cryostat. The quantity
of hydrogen diffusing through sample was measured with a platinum foil hydrogen

analyzer (Boeing built and patented).

As a general procedure to minimize data scatter and provide maximum data
correlation, one sample was subjected to all four permeability tests

(R. T., -195°c, -252°c, and LHZ) without removing it from the test fixture

or making any other alterations which may influence the permeability readings.
In a few instances, due to specimen leakage, a malfunction or a failure in

the seal, a new specimen had to be run. In all cases the system was completely
purged after each data point was obtained.

In a few instances the permeability rates exceeded '10'4 cc/sec , the capa-
bility of the detection equipment, flooding the system. When this occured
the permeability was measured by water displacement using the technique

shown in Figure 3 . The set-up shown eliminates any back pressure and
influences due to water head.

Both the helium mass spectrometer and the hydrogen gauge were calibrated
at regular intervals. The helium detector was calibrated with a standard
leak ( Veeco - Model SC-4 ) and the hydrogen gauge was calibrated
with a Faraday cell. The complete test set-up is shown in Figure 4

The averages of the permeability data are plotted in Figures5 and€ and Table I
Detailed data are contained in Table 1II and Figures 7 - 16 . In
Table1 the average permeabilities have been converted to standard units.

These data compare favorably with other data reported in the literature and

with data reported by duPont in their film brochures.

Approximately twelve attempts were made to conduct permeability readings on
stressed 1/4-mi1 Mylar film at cryogenic temperatures without success. The
film ruptured with as 1ittle as 10 mm Hg (0.2 psi) pressure differential

making it impossible to obtain a reading. By comparison the 1/4-mil Kapton




Gas
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Free Vertical Movement

Constant water level
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as gas volume increases.
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i FIGURE 3 GAS VOLUME MEASUREMENT BY
WATER DISPLACEMENT
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performed well with a 51.71 mm Hg (1 psi) A P. No further tests were
performed on the 1/4-mil Mylar.

Under all conditions the Mylar and Kapton films exhibited almost identical
permeability trends. The following analyses and conclusions therefore apply
to both films unless otherwise noted.

Except for the unstressed 1/4-mil Kapton in which the -195°C (-320°F) per-
meability was about the same as that at room temperature, the helium permea-
bility increased with a decrease in temperature in all the 1/4-mil films.
The same was true of the 1/2-mil films between -195°C and -252°C. However,
the 1/2-mil1 unstressed films showed a decrease in helium permeability with
decreasing temperature to -195°C whereas the 1/2-mil stressed film helium
permeabilities were about the same at room temperature and -195°C.

Stressing the films to 20% of ultimate strength increases the helium per-
meability 1 to 3 orders of magnitude while at the same time decreasing the
film's permeability to liquid hydrogen at -252°C.

At -252°C both film thickness evaluated are more permeable to LH, than to
GHe‘ However, when stressed the inverse is true with the films being more
permeable to the GHe'

There was less data scatter and lower specific permeability in the 1/2-mil
films than in the 1/4-mi1 films indicating better quality and uniformity.
In general, the Kapton film appears to be of better quality regardless of
temperature, stress, or thickness. This conclusion was also reflected in
the results of the other tests (i.e., Twist-Flex, bond-strength, etc.)
conducted in Task 1.

3.1.2 Film Flexibility

The flexibility of each film materials at cryogenic temperatures (-195°C
and -252°C) was determined using the "Twist-Flex" method (References 1, 3 and
7).
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The Twist-flex test apparatus is described and illustrated in detail in
References 3 and 7, but briefly, the twist-flex tester rotates one of two
8.89 cm (3.5 in) diameter horizontal parallel circular plates centered on
the same vertical axis. The test specimen is fastened to the plates and the
system submerged in the test cryogen (1iquid nitrogen or liquid hydrogen).
During operation, the plates oscillate horizonally over a 90° angle while
undergoing a simuitaneous vertical oscillation of 3.33 cm (1.313 inches)
causing a twist flexing motion as shown in Figure 17

The twist-flex sample is nominally 10.16 cm (4 inches) wide by 27.94 cm
(11 inches) long. Around the periphery on each side of the specimens a
1.25 cm (0.5 inch) strip of GT-300 heat sensitive tape was bonded to pre-
vent crack propagations from the cut edges. Prior to testing,each sample
was leak tested for defects using the procedures specified in Reference 3.
Any sample showing detectable leakage ( > 3 x 1073 cc/sec) was discarded.

The test specimens were each cycled for a predetermined number of cycles
then removed and inspected. If a sample appeared intact then the number
of cycles for the next sample was increased in an attempt to establish a
threshold value . If the sample was visibly damaged then the number of
cycles for the subsequent sample was reduced. After the testing was com-
pleted, the intact samples were rechecked for helium leakage and this value
recorded.

The results of the Twist-Flex tests are shown in Table 111.The 1/2-mil1 Mylar
remained relatively intact up to 120 cycles at -195°C and 15 cycles at -252°C.
The 1/4-mil Mylar went 200 cycles at -195°C and 20 cycles at -252°C. The
Kapton films performed better than Mylar in each of the thicknesses tested.
The 1/2-mil1 Kapton withstood 287 cycles at -195°C and 37 cycles at -252°C.
The 1/4-mil Kapton was cycled 875 and 350 cycles at -195°C and -252°C respec-
tively. The Twist-Flex test gave excellent reproducibility and even with
only five samples the threshold was bracketed reasonably well. One factor
that possibly helped to reduce the scatter was that no sample was Twist-Flex
tested that revealed pinhole leakage ( > 10'3 cc/sec) when checked as
indicated above.
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Figure 17 :  TWIST-FLEX ACTION
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TABLE ITI TWIST-FLEX TESTING RESULTS

Film Leak Rate
Thickness |Test Temp. After Test

Film Spec. No. | mils(mm) | °F(°C) Cycles Results cc/sec
Mylar | T1/2M -1 .5(0.127) | -423 (-252) 100 Torn -

-2 " " 75 Torn -

-3 " " 50 Torn -

-4 " " 25 Torn -

-5 " " 15 Intact 17

=6 " " 20 Torn -
Mylar | T1/2M -7 .5(.0127) | =320 (-195) 30 Intact 9.5

-8 " " 60 Intact 79

-9 " " 120 Intact > 200

-10 " " 150 Torn -

-1 " " 135 Torn -
Mylar | T1/4M -1 .25 (.,00635) -423 (-252) 15 Intact 0.79

-2 " " 25 Torn -

-3 " " 20 Intact 0

-4 " " 22 Torn -

-5 " " 21 Torn -

-6 " " 20 Intact 0.003
Mytar | T1/4M =7 25 (.00635) -320 (~195) 150 Intact 140

-8 " " 200 Intact 13.7

-9 " " 250 Torn -

-10 " " 225 Torn -

-1 " " 212 Torn -
Kapton | T1/2K-1 .5(.0127) | 423 (-252) 20 Intact 27.7

-2 Y " 40 Torn -

-3 " " 25 Intact 0

-4 " " 30 Intact 0.00033

-5 " " 35 Intact No test

-6 " “ 37 Intact 0.00133




TABLE TTI TWIST-FLEX TESTING RESULTS (Continued)

Film Leak Rate
Thickness |Test Temp. After Test
Film Spec. No. | mils(mm) | °F(°C) . Cycles Results cc/sec
Kapton | T1/2K-7 .5(.0127) | -320 (-195) 300 Torn -
-8 250 Intact 0
-9 300 Torn -
=10 275 Intact 0
-1 287 Intact 0.0005
Kapton | T1/4K-1 .25 (.00635)| -423 (-252) 90 Intact 0.002
-2 100 Intact 0.0423
-3 200 Intact 0.066
-4 300 Intact 0.0023
-5 423 Torn _ -
-6 350 Intact 21.0
Kapton | T1/4K-7 .25 ( 00635)| -320 (-195) 300 Intact 0.0233
-8 400 Intact 0.155
-9 500 Intact 0.0883
=10 700 Intact 0.12
-1 875 Intact 1.06
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3.1.3 Bond Strength Tests

The purpose of these tests were to establish the baseline bond strength of
Mylar and Kapton film utilizing either GT-100 or GT-300 adhesives (GT Schjel-
dahl Co.). GT-100 is an unbacked adhesive film 0.5 mils thick and GT-300 is

a Mylar (0.5 mils) backed adhesive film also 0.5 mils thick. Both are heat
bondable. Butt and lap joint configurations were studied with each film mater-
ial and film thickness as shown in Figure 18. A hand held sealing iron set

at 165°C + 5°C (330° + 10°F) was used to make the joints.

The results of the bond strength testing of the lap- and butt-type joints

at R.T., -195°C,-252°C are tabulated in Tables IV to XI. The specimens were
tested to failure in an Instron test machine using the load rate indicated
in the tables.

Terminology used in descriting the type of failures occurring in the bond
specimens is explained below:

FAILURE TERMINOLOGY

FAILURE FAILURE

LOCATION TYPE

Grip Film Film failures in the specimen grips or
Tensile within 3.18 mm (0.125") of grips.
or Tear

Adjacent Film ‘ Film failures within 3.18 mm (0.125") of

, Tensile joint but not within the joint itself.

or Tear

Film Film Single film failures 3.18 mm (0.125")
Tensile from joint to 3.18 mm (0.125") from grip.
or Tear

Bond Bond Failures of the adhesive joint or film
Shear tears within the joint.

A11 joint results were considered satisfactory in that the joints appear as
strong as or stronger than the film. The results also compare favorably with
the results obtained under NASA Contract NAS3-7944 (Reference 5).
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3.1.4 Interply Inflation Tests

The purpose of the interply inflation tests was to assess the quantity of gas
and/or cryogen diffusing through the polymeric films at cryogenic temperatures.
Tests under NASA Contract NAS3-6288 (Reference 3) indicated that in times as
short as 5 minutes sufficient gas permeation occurred through the polymeric
films at lTow temperatures to cause interply inflation of bladders durira
warm-up.

The test samples consisted of two plies of Mylar or Kapton, 10.16 cm x 27.9
am (4" x 11") in size, bonded together around the edges with GT-100 and -300
adhesive as shown in Figure 19 to form an enclosed envelope. Each ply of
film was inspected for leakage prior to assembling the specimen to insure
integrity of the film. Films showing detectable leakage (> 10t cc/sec) were
discarded. The thickness of the sample was then measured (in case air was
trapped in the specimen during sealing) at room temperature. To measure that
thickness the entrapped gas was forced to one end of the specimen and an
average thickness reading obtained. However, as the data in Tables XII and
XIII shows none of the samples contained initially entrapped air. Next the
sample was submerged in either liquid nitrogen or liquid hydrogen, depending
on the test temperature desired, for 5 minutes. After the time period was
over, the sample was immediately withdrawn from the cryogen and permitted to
warm up to room temperature. If any fluid (gas or liquid) permeated the
film, the sample would expand as the temperature increased. As the data in
Tables XII and XIII shows, no evidence of interply inflation was noted.

Since the results of the -195°C and -252°C interply inflation tests were
contrary to results previously published for the Mylar and Kapton film
(References 3 and 7), several additional tests were conducted to insure that

the results were valid.

First the submersion time on selected samples was increased to 30 minutes in
both liquid nitrogen and liquid hydrogen and again no inflation occurred.
One Mylar and one Kapton specimen was then submerged for 24 hours in liquid
nitrogen with no evidence of inflation. Finally, specimens of 1/4 mil Mylar
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GT-100 and -300 Adhesive

Basic Film (2 Ply)

F 27.94 cm (ll.") . _ '

GT-100 Adhesive

Films

e OE R OO,

|
|

GT-300 Adhesive (Mvlar Backed)

FIGURE 19 INTERPLY INFLATION SPECIMEN
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and 1/4 mil Kapton were intentionally punctured with one very small pinhole
and then submerged in liquid nitrogen for a period of 5 minutes. When the
specimens were removed they immediately inflated to approximately 5.1 cm

(2 inches) in depth, indicating inflation will occur rapidly if fluid is
allowed to penetrate the film. The inflated specimen is shown in Figure 20.

From these tests it was concluded that careful screening of the film samples
can minimize and possibly eliminate interply inflation. However, the slight-
est imperfection (pinhole, poor seam, thin spot, etc.) will permit inflation
to occur. However, on a bladder of any substantial size it may be very dif-
ficult to eliminate all of these defects. It should be noted that several
areas of the as-received films (both Mylar and Kapton in both thickness) had
to be rejected due to pinholes and imperfections. If samples had been taken
from these areas then interply inflation would have occurred in these tests.
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3.2 Preliminary Coating Evaluation

The objective of this phase of the program was to select ten basic coating
concepts and determine their effectiveness in reducing the permeability of
either Mylar, Kapton or both. This work on preliminary coating evaluated
constituted Task II of the program.

3.2.1 Coating Concepts e

The coating concepts studied in this phase of the program are shown in Table
XIV. Six of the concepts involved a laminate construction in which two
layers of metallized Kapton film were diffusion bonded together. The remain-
ing four concepts were metallized films (one side only).

The selection of a coating concept was based on achieving the maximum
reduction in the permeability with the minimum effect on the ability of Mylar
and Kapton films to performm satisfactorily in cryogenic bladder applications.
The coating properties that had to be considered were: ductility, corrosion
resistance, adhesion, fabricability and thickness.

It was desired that the coating be ductile and not work harden in order to
provide maximum flex life. Corrosion resistance was desirable to preserve
coating continuity during bladder fabrication and storage. The following
metals potentially met these requirements; aluminum, copper, gold, and
silver.

Good adhesion was necessary in order to maintain coating integrity, but
adhesion is related to the application method as well as the coating metal
and substrate.

The laminate concept (sandwich construction) indicated in Table XIV is illus-
trated in Fig. 21. With this concept, the Kapton film is metallized on one side
by either sputtering or vacuun-deposition (other processes could be used), tak-
ing care to keep all surfaces clean. Two sheets of the metallized film are then
stacked with the two metallized surfaces in contact with one another. Heat and
pressure [300°C (575°F) and 84.4 Kg/cm2 (1200 psi) for 5 minutes] are then
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TABLE XIV PROPOSED COATINGS

Film Thickness, mils 1/4 1/2
Coating Thickness, A 5,000 10, 000 5,000 10,000
KAPTON
(for sandwich construction)
Vacuum Deposited Gold X X
Sputtered Gold X X X X
KAPTON
(metallized one side)
Sputtered Aluminum X X
MYLAR
(metallized one side)
Sputtered Aluminum X X
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applied to diffusion bond the two surfaces together. If the metallized
surface is of high quality (low porosity), then the two surfaces tend to seal
the pores in the other, thereby reducing the overall permeability of the film
substantially. The principle is illustrated in Figure 22 with two plies of
poorly metallized Kapton film. The individual metallized films have visible
pores in the coating which are no longer visible in the diffusion bonded
portion. Figure 23 shows the diffusion bonded interface of two layers of
gold metallized Kapton.

Of the potentially useful metals for coating, gold best fulfilled the require-
ments of the sandwich concept. Gold is readily diffusion bonded at tempera-
tures (and pressures) that can be withstood by the Kapton film. It is prob-
able that processes could be developed for using aluminum, copper, or silver;
however, techniques for preventing oxidation of the coatings prior to diffu-
sion bonding would complicate processing. Therefore gold was used to evaluate
this concept.

Application methods considered for applying the gold coating included sputter-
ing, vacuum deposition, electroless plating, chemical vapor deposition, and
jon beam., Sputtering and vacuum deposition were selected for this program.
Sputtering has been shown to be capable of applying gold in a dense, uniform,
adherent coating of controlled thickness. The method is generally sufficien-
tly energetic to effect good adhesion between the relatively inert gold and
Kapton, but for reliability a flash (500 A) coating of chromium was initially
applied to the Kapton, increasing the adherence of the metallization.

During sputtering, atoms of the coating material bombard the substrate at an

extremely high velocity. Sputtered atoms have a very high energy (1-10 elec-
tron volts) as compared with other deposition techniques (typically 0.1 elec-
tron volt) so that a strong bond is made with the substrate and a dense, uni-
form, nonporous coating is formed. A sputtered coating is shown in Figure 24.

Vacuum deposition is a well established process resulting in uniform coatings.
However, it is desirable to prepare the Kapton surface by an initial minimum

deposition of an active metal, such as chromium, prior to depositing gold with
the vacuum process in order to effect good adhesion. Since vacuum deposition
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Unbonded

Diffusion Bonded

Unbonded

FIGURE 22 VACUUM DEPOSITED GOLD ON KAPTON FILM —
1 AFTER DIFFUSION BONDING
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FIGURE 23

e

KAPTON/GOLD LAMINATE

DIFFUSION BONDED GOLD-KAPTON FILM
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Id Coating
Thickness = 10,000

FIGURE 24 SPUTTERED GOLD COATING ON 1/4 MIL KAPTON FILM —
CROSS~SECTION VIEW (5000 X)
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is a reliable coating process and widely used, it was desirable to compare
it with a sputtered coating with the diffusion bonding concept as shown in
Table XIV.

The "sandwich" concept is not applicable to Mylar because of the relatively
high temperature required for diffusion bonding, and therefore the single ply
concept as indicated in Table XIV was evaluated. Sputtering provides a very
thin but dense coating that is not obtainable by the other plating techniques.
Aluminum was selected since it is an active metal that adheres relatively well
to both Kapton and Mylar. Sputtering of aluminum on Mylar is an established
process. For comparison, aluminum was also sputtered on Kapton. Both coatings
had a flash of chromium (500 R) applied to increase adherence . It appeared
desirable to evaluate the performance of a single coating of aluminum on Mylar
and Kapton since it represented the simplest practical approach using an avail-
able coating technique to meet the objectives of this program.

Selection of coating thickness was a compromise between a thin, flexible
coating that may have, inherently, a relatively high permeability and a thick
coating that would inhibit the cryogenic flexibility of the polymeric film.
Based on handling, visual observations, and limited test data on coated films,
a thickness of 10,000 A appeared reasonable as a starting point for evaluating
concept feasibility. This amount of metal deposition was acceptable from both
the application and diffusion bonding standpoint for the sandwich concept, and
has a significant thickness for reducing permeability, and does not affect the
handling of the polymer film. In order to evaluate the effect of coating
thickness on permeability and film performance, a second thickness of 5,000 A
was arbitrarily selected.

3.2.2 Permeability Testing

The permeability of the metallized film concepts to helium gas at +25°C was
determined with the film in a state of zero and 20% stressed condition. The
tests were made using the same apparatus and procedures used in the preliminary
film characterization studies (Paragraph 3.1.1).

The results of the permeability tests are presented in Tables XV and XVI.
Table XV shows the individual test values of the stressed and unstressed
films while Table XVI presents the average specific permeability rates.
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The test specimens can be classified into four categories: (1) plain film,
(2) film metallized one-side only, (3) sputtered coating followed by diffu-
sion bonding, and (4) vacuum deposited coating followed by diffusion bonding.
Each of these materials are discussed in the following paragraphs.

a. Plain Film - The plain Mylar and Kapton films were tested primarily to
serve as control with most of the data coming from Task I, Section 3.1.
Restating some of the conclusions from Section 3.1: the Kapton film is
less permeable to helium gas than the Mylar films of comparable thick-
ness. In both types of films the 0.25 mil thick film is significantly
more permeable and is less uniform than a 0.50 mil film. Stressing the
plain film (20% biaxial) increases the helium permeability by 1 to 3
times over the non-stressed film.

b. Metallized Film (one side only) - Samples of Mylar and Kapton were

sputter-coated with gold and aluminum to assess the effectiveness of
such a coating to reduce permeability. Tests have demonstrated (Refer-
erences 4 and 6 ) that vacuum metallizing alone is not an effective
means of reducing the gas permeability rate through a thin polymeric
film. Sputtering on the other hand, produces a more dense and uniform
coating and it was anticipated that reduced permeability would be
realized. The results show that a single sputtered coating does reduce
the helium permeability by approximately 2 orders of magnitude over the
plain film with no significant difference being noted between a gold or
aluminum coating. In addition to reducing the permeability of the fiim,
the difference in permeability rates between the stressed and non-stressed
film was reduced slightly.

c. Laminated Film (Sputtered Coating - Diffusion Bonded) - Diffusion bond-

ing of sputtered coatings reduces the film helium permeability by at
least four magnitudes over the plain film and appears independent of
the thickness of the metallized coating.
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As stated earlier, the plain 1/2 mil thick films have a slightly lower
permeability rate than the 1/4 mil thick films due to improved uniformity
and this is still evident in the metallized and diffusion bonded film
specimens made from the two film thicknesses.

Applying a 20% biaxial stress to the films increases the helium permea-
bility of each specimen type, whether plain, metallized or diffusion
bonded. Stressing a diffusion bonded specimen does not delaminate or
appear to deteriorate the diffusion bond but in some cases increased the
helium permeability by two orders of magnitude over the unstressed film.
Even so, the stressed diffusion bonded specimens had a lower permeability
than the unstressed metallized film.

Laminated Film (Vacuum Deposited Coating - Diffusion Bonded) - Diffusion
bonding films having a vacuum deposited coating rather than a sputtered
coating is not an effective method of reducing permeability. The helium

permeability of a diffusion bonding of film with vacuum deposited coat-
-1

cc-mm/cmzsec cm Hg, which is the same
magnitude as the unbonded film with a sputtered coating on one side.
Consequently, there is little advantage to diffusion bonding two films
when the same results can be obtained by merely applying a sputtered coat-
ing rather than a vacuum deposited coating. However, one important

ing is in the range of 10

trend should be noted from these results. A thin polymeric film with
a vacuum deposited coating on one side has a helium permeability rate
in the same range as that of plain film or 10'9 cc-mm/cmzsec. cm Hg.
Diffusion bonding the vacuum metallized film reduces the permeability
-1 cc-mm/cm 2 sec. om Hg. Similarly,
diffusion bonding a film with a sputtered metallized coating reduces
the permeability from 10']] to 10']3 or 2 orders of magnitude. This
demonstrates diffusion bonding two metallized films together is an
effective method of reducing gas permeation but the degree of reduc-
tion is highly dependent upon the quality of the metallized coatings.

Evidently the porosity of the vacuum deposited coating was sufficiently

by 2 orders of magnitude or to 10

high that the pore could not be effectively sealed.
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d. (cont.)
The thickness of the metallized coating, within the range tested, had
no significant effect on the permeability. That is, the 5000A coatinags
were just as effective as the 10,0003 coating, indicating that the
break-off point is somewhat less than 5,000&.

3.2.3 Film Flexibility

Twist-flex specimens were prepared from each of the 10 materials shown in
Table XIV. In addition, several control samples were tested to provide data
comparisons. The specimens and test procedures were the same as those
described in Section 3.1.2. The data is presented in Table XVII. A1l testing
was conducted at -320°F (-195°C).

The presence of a metallized surface on the polyméric films, either sputtered
or vacuum deposited and whether or not it has been diffusion bonded into a
laminate, reduces the Twist-flex life of the film. Diffusion bonding itself,
however, does not appear to influence the Twist-flex life. For example, 1/4
mil Kapton laminate with 10,0003 of sputtered qold (total laminate thickness =
1/2 mi1) had an endurance limit of 50-60 cycles, while an unlaminated sample
of the same metallized film (total thickness = 1/4 mil) went less than 75
cycles. The diffusion bonded sample being thicker should have had a substan-
tially lower threshold, but this was not the case. A similar comparison was
obtained with the 1/2 mil Kapton film. A similar trend seemed to be present
with the vacuum-metallized diffusion-bonded specimens, but the data scatter
makes it difficult to assess.

The 1/4 mil film samples sputtered with aluminum had a lower threshold than
the same film sputtered with gold. The 1/4 mil Kapton film sputtered with
aluminum had a damage threshold at about 40 cycles compared to a threshold
value of 75 cycles for sputtered gold on 1/4 mil Kapton. Comparing the
results shown in Table XVII, it appears that both metallizing processes
degrade the twist-flex life with the vacuum metallizing, causing more scatter
than sputtering, although the latter process causes more degradation.
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However, in applying the aluminum coating, a higher particle energy level
was required in the sputtering operation to promote good adherence of the
aluminum and could account for the greater degradation.

A1l the metallized films had a lower threshold value than the plain films
which indicated that metallizing by either process (i.e. vacuum-deposition
or sputtering) deteriorates the flexibility of the film. Therefore, in
order to reduce film permeability it appears that a sacrifice in film
flexibility will result. It is significant to note in Figure 25 that metal-
lized diffusion bonded Kapton film, even though it is degraded by metalliza-
tion has a twist-flex life which is as good as Mylar film of the same thick-
ness.

3.2.4 Bond Strength Determination

Butt and lap joint specimens were prepared from each of the metallized and
diffusion bonded film concepts using the basic joint configurations given in
Section 3.1.3. GT-100 and ~T-30C adhesives were again used. For the sput-
tered aluminum specimens, the lap joints were prepared by bonding the two
metallized surfaces together with GT-100. These were the only samples in
which the primary bond was between two metallized coatings. . The butt

joints on the metallized films had one GT-3U0 doubler bonded to the metal-
lized surface and a second bonded to the plain film side. The joint
concepts are shown in Figure 18.

The results of the bond tests are shown in Table XVIII. The predominant
mode of failure in all samples, with the exception of the B1/2KSB10KMAu and
L1/2KSB10KAAu series, was in the film itself. The mode of failure of the
B1/2KSB10KAAu and L1/2KSB10KAAu series (diffusion bonded 10,000A gold on
1/2 mi1 Kapton) were termed joint failures since the films separated in

the joint region at the diffusion bonded layer. The stresses in the joints
of these specimens were considerably higher than that in other samples which
accounts for the failure of the diffusion bond. The tests were conclusive
in showing that very high stresses can be developed in the films prior to
bond failure and that conventional bladder fabrication techniques would be
applicable.
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3.3 Advanced Coating Evaluation

The purpose of Task III, Advanced Coating Evaluation, was to select the
three most promising metallizing concepts from Task II for more complete
evaluation at cryogenic temperatures. Within this phase of the program,
film permeability, flexibility, bond strength and interply inflation char-
acteristics were assessed over a temperature range of +25° to -252°C.

3.3.1 Material Selection

Based on the results obtained in Task II (Section 3.2) the following three
materials were chosen for more extensive evaluation.

1. 1/4 mil Kapton film, sputter coated with 3000A° gold and laminated
(Diffusion bonded)

2. 1/4 mil Kapton film, sputter coated with 5000A° gold and laminated
(Diffusion bonded)

3. ]/2Hmf1 Kapton film, sputter coated with 3000A° gold and laminated
(Diffusion bonded)

Vacuum deposited coatings were eliminated from the selection since they
were not as effective in reducing permeability as sputter-coated films.
Vacuum-deposited gold on Kapton diffusion bonded laminates had a helium

permeability rate in the order of 107 cc-mm/cmz-sec-cm Hg which is the

same level obtained by sputter coating one side of Kapton film. Consequently,
there was little advantage to diffusion bonding two films when the same
results can be obtained by merely applying a sputtered coating rather than

a vacuum deposited coating.

Mylar film, either plain or metallized, was not as impermeable to helium as
were the Kapton films of comparable thicknesses and were therefore deleted from
the selection. Also, Mylar film is not amenable to the diffusion bonding
process; a process which appears to be the most effective method of reducing
permeability.
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The3000R coatings were evaluated in an attempt to increase film flexi-

bility without sacrificing impermeability since it was determined in Task II
that the thickness of the metallized coating had 1ittle effect on permeability.
The selection was also made to aid in establishing the minimum thickness of
gold that could be applied and still effectively reduce gaseous permeability.
The SOOOR material was selected to obtain data at cryogenic temperatures on

the thicker coating.

3.3.2 Permeability Measurements

Permeability samples were prepared from each material and tested per the
procedures stated in Section 3.1.1. Helium permeability rate determinations

were made at +25°C, -195°C and -252°C and liquid hydrogen permeability rates

were measured at -252°C. Four replicate samples were run for each data point.

The results of the permeability testing for Task III are presented in Table XIX .

A1l three film material: in Task III had approximately the same order of magnitude of
permeability but the 30003 gold on Kapton (laminated) appears to be slightly

more permeable than the SOOOX gold on Kapton (laminated) indicating that

50003 (10,000R when laminated) is about the minimum thickness of metalliza-

tion that can be applied without affecting the gas transmission rate through

the film.

The 1/4 mil Kapton with SOOOK gold samples in this task of the program had
a higher permeability to helium gas than did the comparable film in Task II
(nominally 10']] VS 10']3 cc-mm/cm2 - sec - cm Hg). Examining the sputtered
surfaces revealed that the quality of the metallization in this Task was not
as good as that obtained in Task II, Primarily because the sputtering
energy was lowered slightly in Task III to minimize film heating. In reduc-
ing the sputter — energy the density of the coating was lowered. In Task II
it was evident that sputtering damaged the Kapton film slightly due to
localized heating. Therefore, this attempt was made to reduce this degrada-
tion and increase the flexibility of the film at cryogenic temperatures with
1ittle or no sacrifice in permeability. The result was, however, that the
permeability dropped to the level obtained with a vacuum metallized coating.
The flexibility was increased (see Paragraph 3.3.3).
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3.3.3 Film Flexibility

Twist-flex samples of each laminate material were tested at -252°C to deter-
mine their relative flexibilities (see paragraph 3.1.2 for procedures utilized),
and the results are tabulated in Table XX . Comparing these results with
those shown in Table XVII for Task II, reveals that the twist-flex life of

the metallized film laminates, especially the 1/2 mil samples, improved.

This increase is attributed to the lower sputtering energy utilized resulting

in less film degradation.

3.3.4 Bond Strength Determinations

Tables  XXI and  XXII present the results of the butt- and lap-
bond tests at -195°C and -252°C. As demonstrated throughout the program a
very reliable joint can be made with the diffusion bonded laminates. The
failures in this task were mostly in the film jtself at stress levels com-
parable to that obtained with the plain Kapton film.

Configurations of the lap and butt joints are presented in Figure 18
3.3.5 Interply Inflation
Interply inflation specimens (see paragraph 3.1.4) were prepared and tested

at -195°C and -252°C.. No inflation was noted at either temperature for immer-

sion times of 5 and 30 minutes.
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4.0 CONCLUSIONS

The objective of this program, to establish the feasibility of reducing
the gas permeability of polymesic films, was accomplished. It was
demonstrated that the diffusion-bonded laminate concept is capable of
reducing the helium or liquid hydrogen permeability of Kapton and Mylar
films by 3 to 4 orders of magnitude without drastically altering their
flexibility at cryogenic temperatures. Permeability rates as low as

T x ]0']5 cc-mm/cmz-sec—cm Hg were obtained. The degree of impermeabil-
ity obtained with this concept appears more dependent upon the quality
of the applied coating than on its thickness. If the porosity of the
applied coating is too high, the diffusion bonding process can not sta-
tistically seal a significant portion of the holes and a high permeabil-
ity rate persists.

The diffusion bonded laminate concept is suitable for bladder or component
fabrication since it was demonstrated that strong reliable joints can ..
made without affecting the integrity of the film laminate. The joints
made with the diffusion bonded Taminates were as strong as those made
with the plain Kapton film and the type of failure similar.

Metallizing Mylar or Kapton by either vacuum deposition or sputtering
reduces the film$ cryogenic flexibility slightly. There was no evidence
however, that the diffusion bonding process itself resulted in further
reductions in film flexibility. However, considering the reduction in
flexibility due to metallization, the twist-flex life of a Kapton
Taminate was still equal to that of plain Mylar of equal thickness.

The laminate concept is applicable as a barrier ply for polymeric
expulsion devices, cryogenic insulation systems, and as a space-stable
bagging material where the combination of low permeability and flexi-
bility is important over a wide temperature range.
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